
Air and Emissions Fibers

Test Results (End Groups Include Outliers)
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Air and EmissionsMatrix:379   

Fail: 2

Labs:  Pass: 82 Fail: 2 Total: 84

Totals for Matrix/Analyte/Technology:

Totals for Matrix/Analyte:

Labs:  Pass: 82 Total: 84

Shipment:

Robust Mean: 106.7 Fibers per mm2

Std Dev: 40.1665 Fibers per mm2

Median: 107.305 Fibers per mm2

Basis: Manual Limits

Analyte: Fibers

1385      Sample:

Limits: 10  to 215 Fibers per mm2
Target: 108.94 Fibers per mm2

Technology: PCM            
Prep Method:

Air and Emissions Fibers

Test Results (End Groups Include Outliers)
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Air and EmissionsMatrix:379   

Fail: 4

Labs:  Pass: 80 Fail: 4 Total: 84

Totals for Matrix/Analyte/Technology:

Totals for Matrix/Analyte:

Labs:  Pass: 80 Total: 84

Shipment:

Robust Mean: 79.5 Fibers per mm2

Std Dev: 27.796 Fibers per mm2

Median: 76.43 Fibers per mm2

Basis: Robust Statistics (Normal Distribution)

Analyte: Fibers

1956      Sample:

Limits: 7.5  to 152 Fibers per mm2
Target: 86.14 Fibers per mm2

Technology: PCM            
Prep Method:

Air and Emissions Fibers

Test Results (End Groups Include Outliers)
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Air and EmissionsMatrix:379   

Fail: 1

Labs:  Pass: 83 Fail: 1 Total: 84

Totals for Matrix/Analyte/Technology:

Totals for Matrix/Analyte:

Labs:  Pass: 83 Total: 84

Shipment:

Robust Mean: 414.8 Fibers per mm2

Std Dev: 100.9866 Fibers per mm2

Median: 411.97 Fibers per mm2

Basis: Robust Statistics (Normal Distribution)

Analyte: Fibers

4514      Sample:

Limits: 127  to 697 Fibers per mm2
Target: 377.03 Fibers per mm2

Technology: PCM            
Prep Method:

Air and Emissions Fibers

Test Results (End Groups Include Outliers)
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Air and EmissionsMatrix:379   

Fail: 2

Labs:  Pass: 82 Fail: 2 Total: 84

Totals for Matrix/Analyte/Technology:

Totals for Matrix/Analyte:

Labs:  Pass: 82 Total: 84

Shipment:

Robust Mean: 229.4 Fibers per mm2

Std Dev: 66.1601 Fibers per mm2

Median: 215.52 Fibers per mm2

Basis: Robust Statistics (Normal Distribution)

Analyte: Fibers

7995      Sample:

Limits: 37.7  to 410 Fibers per mm2
Target: 242.03 Fibers per mm2

Technology: PCM            
Prep Method:
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